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A fi eld study comparing FrameGuard® coated wood samples and uncoated 
controls has demonstrated the eff ecti veness of the protecti on. Exposed to 
the elements (not shielded from weather as in actual use) in the demanding 
environment of Ft. Myers, Fla., the test samples showed that FrameGuard coati ng 
provided excellent protecti on against mold growth on both southern pine and 
spruce/pine/fi r.

% Mold Vs. Time

Another mold study, conducted by an independent fi rm, tested various 
alternati ves and revealed the superiority of FrameGuard® wood. A copy of the 
report is available from Arch Wood Protecti on, Inc.

Days Exposure

Aft er one year and 76.3” of rainfall, there was signifi cantly less growth of mold on 
corresponding samples of FrameGuard® wood. Weather-shielded samples of 
FrameGuard® wood had virtually no mold aft er the year’s test.

Mold Protection


